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Identifying the Optimal Factors in Mixing of Composite Material between Polypropyl

with Nano Rubber by using Design of Experiment (DOE) Technique.
ene
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Abstract

The objective of this research was the identifying the optimal factors in mixing of composite

material between polypropylene with nano rubber using design of experiment (DOE) technique. We used

the general factorial design which consists of three main factors: (l) Nano Rubber by weight at l, 3, 5,

and 7% (2) Speed of mixing at 40, ao and 80 rpm (3) Temperature at 180° C and 200° C. In the study

of the factors analyzed by ANOVA analysis, we used the statistical confidence level at 95 percent of

specimens tested with the standard ASTM D 638 Type IV. The results showed that the most appropriate

factors are the rubber particles of 196 by weight, speed of mixing at 40 rpm and the temperature of

a 180*C.
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